
SIZE 

INSIDE DIAMETER
AS SUPPLIED
Ø D MINIMUM

INSIDE DIAMETER
AFTER RECOVERY

Ø d MAXIMUM

WALL THICKNESS
"W"

AFTER RECOVERY
MM. [ IN.]MM.

3.0/1.5

5.0/2.5

8.0/4.0

12.0/6.0

18.0/9.0

24.0/12.0

40.0/20.0

50.0/30.0

.1183.0

.1975.0

.315

.472

.709

.945

1.575

1.969

12.0

18.0

24.0

40.0

50.0

8.0

.0591.5

.0982.5

.157

.236

.354

.472

.789

1.181

6.0

9.0

12.0

20.0

30.0

4.0

0.70±0.10
[.028±.004]

0.75±0.15
[.030±.006]

0.80±0.15
[.031±.006]

0.90±0.15
[.035±.006]

1.00±0.20
[.039±.008]

1.10±0.20
[.043±.008]

1.30±0.25
[.051±.009]

1.50±0.30
[.059±.012]

MASS
PER UNIT
LENGTH
MAX-g/m

4.6

9.8

14.3

22.9

55.69

35

103.5

176

IN. MM. IN.
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